CORFIN
7B RAYMOND AVE
SALEM NH 03079

Sample received on ;@ 3/15/04
Samplc analyvzed on : 3/15/04

CONTACT - Tom Beaumier Sample 1D : 1015-005
Fax M - 603-893-6800

Solder Analysis Report

Sample resulis
Weight percent

Tin e, 05.20

Arsenic......... =< (3,0010
Antimony....... 0.0300
Gold......ooeee. (.0005
[ron. ... 0. 0600
Mickel........... == Q.0010
Bismuth......... 00070
Aluminum,.....< 0.0010
Copper........ (0.6300
Stlver........... 3.9000
Zinco............ < 00010
Cadmium....... =< (.0010
Indium........... 0.0038
Sulphur.......... 0.0006

Phosphorous. < 0.0100
Lead......coco.... balance




Analysis prepared for :

CORFIN

7B RAYMOND AVE Sample received on : 3/15/04
SALEM NH 03079 Samplc analyzed on ; 3/15/04
COXTACT © Tom Beaumier Sample 1D : 1015-000
FANNO - 603-893-6800

Solder Analysis Report

Sample results

Weight percent
TiMeecceiienees 92 08
Arsenic.......... < 00010
Antimony....... 0.0200
Gold..........e. 0.0005
Irom.. v 0.0500
Mickel. ... <  (0.0010
Bismuth......... 30100
Aluminum...... < 0.0010
Copper......... 1.1300
Silver .. 3.6000
ZiNC, s < 0.0010
Cadmium.......< 0.0010
Indium........... 0.0042
Sulphur.......... 0.0006

Phosphorous. < 0.0100
Lead.....ccoeeeeee balance




